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Un-etched ID surface secondary crack left of main
crack on left side

Etched left of area above Etched detail of area in left photomicrograph
FIGURE 15 Photomicrographs of Mount T2L at 10 left side
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Un-etched detail of 10 near crack
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Etched detail of 10 near crack

Un-etched following the major crack further from 10 Etched following the major crack further from 10
FIGURE 16 Photomicrographs of Mount T2L at 10 left side
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